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S T A T E O F T E N N E S S E E 
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 Supplemental Specifications - Section 400 

 

 of the 

 

 Standard Specifications for Road and Bridge Construction 

 

 January 1, 2015 

 

Subsection 407.06 (pg. 327), 5-18-15;  - A. Pavers. Replace the entire first paragraph with 

the following: “Bituminous pavers shall be self-contained, power-propelled units provided with 

an activated screed, equipped to be heated, and capable of spreading and finishing courses of 

bituminous plant mix material in lane widths applicable to the specified typical section and 

thickness shown on the Plans.   

 

 

Subsection 407.20 (pg. 346) 5-18-15; Basis of Payment; B. Acceptance of Mixture; Modify 

the last paragraph as follows:  “When the total plan quantity of any mix is less than 1000 tons, 

the Department will accept the mix on the basis of visual inspection and Contractor Quality 

Control certification. The Department may run extraction, gradation analysis, or other tests 

deemed necessary for acceptance purposes.”  

  


